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EPTAITHPIO ANAAYZEQN

MIZTONOIHTIKO ANAAYZHZ / CERTIFICATE OF ANALYSIS

AsziyparoAnyia arro:
Sampling from:

Apibudg MioTotroINTIKOU:

Certification Nr: MeAarn / Customer

15175

R T OAYMMOS BIOMHXANIKA OPYKTA ANONYMH §  KOTdOTA0N SElVHaTOG: ) o/ Normal
Company Name: State of Sample:

s 26 XAM EONIKHE OAOY OESSAAONIKHE SEPPON

Address:

Hu/vm_AalvuaroAnwla;: 18/4/2016 Hplvia n‘apq)_\aBng: 18/4/2016
Sampling Date: Date of Receipt:

Kwdikdg Aciyparog:

Sample Code: i

Mepiypaen deiyparog: . .

Sample Description: ZedMBog / Zeolite

Zrolxeia Agiyparog: G26 KATQ 1

Sample Details:

Oegpuokpaagia: Moodrnra: 150 g
Temperature: Quantity:

Hp. "Evapéng SokIpAg: Hp. OAokAnRp. SOKIPAG:

Start of Analysis: ZA2018 End of Analysis: 2512010
MapdueTrpog MéBodog RL AmrotéAsoua H.M.
Parameter Method Result m.u.
Apoeviko-As / Arsenic OE 5013 1 <RL mg/kg
Kdaduio-Cd / Cadmium OE 5014 0,1 <RL mg/kg
MoAuRdog-Pb / Lead OE 5016 1 26,9 mg/kg

Maparnpnoeig / Notes

Hulvia ékdoong mioTomoinTikoU / Issuing date of certificate:4/5/2016

AieuBuvTrig epyaoTnpiou
Lab Manager
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Ta TTapaTTdve aTTOTEAECHATA avagépovial Hovo oTo Befypa TTou eAéyBnke./ Results are associated only to the sample(s) tested.

ATTayopederai n HEPIKF) avadnpoaoieuan Tou TTapovIog xwplg Tnv ypaif eykpion 1ng Qlab./ Partial reproduction aiiowed only with written consent of Qlab.
AvIioTolxia TwV ECWTEPIKWY HEBGBWY aTnV I0T00eABa Tou epyactnpiou / Match of the in house methods on our website.

inTikoU / Certification No: 15175

Ap18pég Mioto

ZeNida 1 atmé 1
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